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Ti:Al203

BRI T A (T1:A1203) WO F A2 H BTSSR EAT Ik M40 FL 2 m DO 2400 &5
FARPIZ DAL, Z i A BAT i K T (660-1200nm) « &5 58 56 (£ 600nm) « & Sk
R AFRE WACEREIL R AR, 2 H TR o) 2 BT U O S AR A PR
SIR R A HOCIE B IR B AR A . RATTRT DUARSE 25 ZORIR AR DA% (BLAR Dial60mm)
BRBEF ARG,

Ti:Sapphire BOELmAFEEH RSE

Ti203 WK[E 0.06-0.5 wt%

WAL ] / 5 Wi 400-600 nm / 488nm

Wit 2% (a 490nm) 1.0-7. 5cm-1

FOM 18 1007300

R T Pl / S e 660-1050 nm / 795nm

IEES 1.76 @ 800 nm

RINT5 A 3.2 ps (T =300 K)

HAAR 57 150mm

K 1780mm

VIEIpE flat or Brewster ends or custom specified
B 7] [0001] normal to rod axis

ST E 0.1-0.2 A @633nm

AT RE 10 arcsec

Tt B 10/5 scratch/dig

YN AR e 24 Hexagonal, a = 4.748, ¢ = 12.957
HER 0. 105 cal/cm/sec/oC

B R 9 Mohs

I 3.98 g/cm3
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